


CALIBRATION BLOCK FOR ULTRASONIC FLAW DETECTOR
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ASME-1#, ASME-2#, ASME-3#, ASME-4# ,ASME-5# ,ASME-6# Thickness step check piece
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Description: The size and dimension is as follows, L is determined [l T
by the refraction angle and the material of the probe. T\\Q
40 7X40=280
Unit:rnm
. . Groove The thickness is 3~48mm
NO. | Weld thickness t T L |Diameter
(LxWxH)
CBI
1 <254 19.05 | 150 2.4 50.8x5x%0.38
T
2 | >254~50.8 | 38.1 |200| @32 |50.8x5x0.76 — T
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3 | >50.8~101.6 | 76.2 | 250 4.8 50.8 x5x1.52

40

4 |>101.6~152.4 | 127 | 381 6.4 50.8 x5x2.54

40

320

5 [>15624~203.2|177.8 | 5634 7.9 50.8 x 5 x 3.56

6 >203.2~254 | 228.6 | 686 9.5 50.8 x5x4.57 Description: When the thickness of steel plate is less than 20mm, it

recommends using CBI.




